PHYSICAL METALLURGY LABORATORY

LIST OF EXPERIMENTS
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Preparation and study of Crystal models.

. Study of metallographic sample preparation

Microstructure Examination of Plain Carbon Steels
Microstructure Examination of Austentic Stainless Steel
Microstructure Examination of Cast Irons

Microstructure Examination of Red Brass and Yellow Brass
Microstructure Examination of Aluminium Silicon Alloy

Microstructure Examination of Titanium Alloy

EQUIPMENTS:
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Specimen Cutting Machine
Specimen Mounting Press
Belt Grinding Machine
Disc Polishing Machine
Specimen Leveller

Metallurgical Microscopes
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