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Corrosion and Environmental Degradation of Materials Lab 

Credits: 2 

LIST OF EXPERIMENTS: 

1) Electroplating of copper on brass and to study the influence of current density on  

current efficiency. 

2) Electroplating of Nickel using watt's bath and to study the influence of current density on 

current efficiency 

3) To anodise the given aluminium sample and to colour with a dye and to measure the 

thickness of the oxide film 

4) To understand the principles in galvanic cell corrosion using "Ferroxyl" indicating test 

solution.  

5) To conduct electropolishing of stainless steel using Nitric acid batch 

6) Effect of inhibitors on corrosion 

7) Coatings to steel samples for corrosion resistance 

  


