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FOUNDRY TECHNOLOGY LABORATORY 

LIST OF EXPERIMENTS 

1. Study of Foundry tools 

2. Determination of sand fineness number and distribution of the dry sand. 

3. Determination of Moisture Content of the green sand 

4. Determination of permeability of the green sand with varying clay and moisture content. 

5. Determination of the variation of sand properties like green hardness, green compact 

strength with additives in sands. 

6. Determination of the variation of hot compact hardness and hot shear strength with 

additives in sands. 

7. Determination of clay content in sand. 

8. Determination of the shatter index of green sand. 

9. Preparation of moulding system using green sand. 

10. Melting and Casting of  Al alloys 

 

EQUIPMENTS 

1. Mould Boxes, Patterns, Core Boxes, Tool Boxes. 

2. Rotap Sieve Shaker with Sieves 

3. Permeability Apparatus. 

4. Universal Sand testing  Machine with  Accessories. 

5. Sand Hardness tester. 

6. Clay Content Apparatus 

7. Shatter Index test. 

8. Melting Furnace 

9. Ladles, Crucibles and other Accessories 

 

  


