Metal Forming & Materials Joining Technology Lab

LIST OF EXPERIMENTS
1. Determination of n and K values using tension test
Study of hydraulic and mechanical - presses and hammers
Cold working of low and high stacking fault energy materials
Determination of friction coefficient using ring compression test
Welding practices on MIG
Welding Metallurgy of mild steels (microstructure and transverse hardness
characterization)
7. Welding Metallurgy of cast irons (microstructure and transverse hardness
characterization)
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EQUIPMENTS

Universal Tensile testing Machine
Hydraulic Presses and Hammers
Rolling Machine

MIG welding Machine
Microscope

Micro Hardness Tester
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